a2 United States Patent

Berger et al.

US009351909B2

US 9,351,909 B2
May 31, 2016

(10) Patent No.:
(45) Date of Patent:

(54)

(71)

(72)

(73)

")

@

(22)

(65)

(60)

(1)

(52)

COMPOSITIONS FOR ENDODONTIC
PROCEDURES

Applicant: DENTSPLY International Inc., York,
PA (US)

Inventors: Todd Berger, Owasso, OK (US); Kevin

Wilkinson, Bixby, OK (US); Adam

Barantz, Tulsa, OK (US); Dan Ammon,

Tulsa, OK (US)

Assignee: DENTSPLY International Inc., York,

PA (US)

Notice: Subject to any disclaimer, the term of this

patent is extended or adjusted under 35

U.S.C. 154(b) by 27 days.

Appl. No.: 13/942,446

Filed: Jul. 15, 2013
Prior Publication Data
US 2014/0017636 Al Jan. 16, 2014

Related U.S. Application Data

Provisional application No. 61/671,251, filed on Jul.
13, 2012.

Int. Cl1.

A6IK 6/033 (2006.01)
A6IK 6/04 (2006.01)
CO8L 9/00 (2006.01)
AG6IK 6/087 (2006.01)
A61C 5/04 (2006.01)
A6IK 6/00 (2006.01)
U.S. CL

CPC . A6IK 6/087 (2013.01); A61C 5/04 (2013.01);

AGIK 6/0038 (2013.01); A6IK 6/033
(2013.01); AGIK 6/04 (2013.01)

(58) Field of Classification Search
None

See application file for complete search history.
(56) References Cited

U.S. PATENT DOCUMENTS

4,894,011 A *  1/1990 Johnson ................ 433/81
5,118297 A * 6/1992 Johnson ... ... 433/224
5,395,666 A * 3/1995 Brindle ... .. 428/36.4
5,833,457 A * 11/1998 Johnson ................. 433/81
6,353,041 B1* 3/2002 Qian ........ .. 523/116
6,387,981 B1* 5/2002 Zhangetal. ........... 523/117
2002/0051952 Al* 5/2002 Kamohara et al. 433/228.1
2002/0088372 Al* 7/2002 Abiruetal. ............... 106/35
2008/0190322 Al* 82008 Chenetal. ... .. 106/218
2009/0326114 Al* 12/2009 Grothe et al. .. 524/148
2011/0070563 Al* 3/2011 Orietal. . ... 433/224
2011/0230591 Al*  9/2011 Berger ... 523/117

FOREIGN PATENT DOCUMENTS

JP 01275509 A * 11/1989 ... A61K 6/08
OTHER PUBLICATIONS

International Search Report, Application 2013/050550, Published
Jul. 15,2013.

* cited by examiner

Primary Examiner — Peter A Salamon
(74) Attorney, Agent, or Firm — David A. Zdurne; Douglas
J. Hura; Leana Levin

(57) ABSTRACT

An adhesion promoter for endodontic sealant compositions
for filling and sealing a root canal.

11 Claims, No Drawings



US 9,351,909 B2

1
COMPOSITIONS FOR ENDODONTIC
PROCEDURES

CROSS-REFERENCE TO RELATED
APPLICATIONS

This patent application claims the benefit of and priority to
U.S. Provisional Patent Application Ser. No. 61/671,251,
filed on Jul. 13, 2012, which are herein incorporated by ref-
erence for all purposes.

FIELD OF THE INVENTION

The present invention is directed to a dental composition,
and specifically to an improved composition for endodontic
procedures useful for filling root canals.

BACKGROUND OF THE INVENTION

Previous root canals procedures included a step of sealing
the root canal with a sealant material and then a step of filling
the sealed root canal with a filling material. Most typical
“sealers” are generally hydrocarbon based amine/epoxy sys-
tems, which may result in an unstable system when mixed
with powder of a filling material such as ground up gutta-
percha points.

Gutta-percha is the most widely used obturation material.
However, gutta-percha does not create a seal. It is a second
composition referred to as a sealer which creates the seal and
then the two materials work together to prevent bacteria from
entering the canal system. The gutta-percha can be improved
by heating it above its melt temperature thus allowing it to
flow. The melted gutta-percha is compacted with a heated a
plugger or a solid carrier. The liquid gutta-percha flows into
tubules carrying sealer along with it, thus, creating a more
complete seal of the root canal system. However, heated
gutta-percha has a very high viscosity and tends to be tacky.
So, while it flows, it cannot penetrate all tubules or openings,
thus the sealer cannot completely seal the entire system.

The gutta-percha can be improved by heating it above its
melt temperature thus allowing it to flow. The melted gutta-
percha is compacted with a heated a plugger or a solid carrier.
The liquid gutta-percha flows into tubules carrying sealer
along with it, thus, creating a more complete seal of the root
canal system. However, heated gutta-percha has a very high
viscosity and tends to be tacky. So, while it flows, it cannot
penetrate all tubules or openings, thus the sealer cannot com-
pletely seal the entire system.

Since the sealer will be in the canal system in very thin
layers it must be very radiopaque to be seen on the x-ray.
Therefore, sealers are typically a reactive composite made up
mostly of radiopacifier. If the sealer is to flow to fill the very
small gaps to create the seal, the polymer portion of the
composite must be a very low viscosity (low molecular
weight).

Many sealer formulations have been used over the years,
zinc oxide eugenol, epoxy amines and acrylates. All these two
part systems are heavily filled liquids which once mixed form
a paste and then later set into a solid. Sealers of this type
cannot be used without the gutta-percha since they would be
nearly impossible to retreat, have no method to compact them
into the tubules and are not formulated to be used in thick
layers.

Although these traditional gutta-percha sealer composi-
tions are generally effective in treating root canals, it would be
desirable to have a gutta-percha/sealer 2 in 1 composition
which could fill the canal system without the need for heat.
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Ideally, the 2 in 1 composition would have a lower viscosity
and be less tacky than melted gutta-percha. This improvement
would increase the penetration of the composition into the
complex of tubules and tiny openings to more completely seal
the entire root canal system. More particularly, the present
invention attempts to overcome these deficiencies by provid-
ing stable improved 2-in-1 sealer composition (e.g., a com-
posite sealant composition) and/or adhesion promoter with
optional cross-linked formulations and methods for treating
root canals using compositions thereof. Desirably, the present
invention provides such improved obturation compositions
having these desirable properties as well as other beneficial
features and advantages.

SUMMARY OF THE INVENTION

The present invention seeks to improve upon prior obtura-
tion systems and particularly the filling a tooth root canal.

In one aspect, the present invention contemplates an endo-
dontic composite sealant composition for filling and sealing a
root canal comprising: cross-linked-polyisoprene micropar-
ticles.

In another aspect, the present invention contemplates an
endodontic composite sealant composition for filling and
sealing a root canal comprising an adhesion promoter.

In another aspect, the present invention contemplates a
method for sealing a root canal with a composite sealant
composition comprising the steps of: providing a mixture
including cis-polyisoprene, a cross-linker, an initiator, a filler,
zinc oxide and radiopacifier; curing the mixture to form a
cured cross-linked cis-polyisoprene material; grinding the
cured cross-linked cis-polyisoprene material cryogenically to
form microparticles; providing a first component mixture
including an epoxy based polymerizable compound and at
least one of aradiopacifier, a filler, and the cured cross-linked
cis-polyisoprene microparticles; providing a second compo-
nent mixture including an amine-based polymerizable com-
pound, a curing agent and at least one of a radiopacifier, a
filler, and the cured cross-linked cis-polyisoprene micropar-
ticles; and filling the root canal with the first component
mixture and the second component mixture to form a cured
composite sealant material; wherein the first component mix-
ture, the second component mixture, or both include the cured
cross-linked cis-polyisoprene microparticles.

In another aspect, the present invention contemplates An
adhesion promoter comprising the following formula (I):
R'—R>*—W—Z—R>—R*(I) wherein

W is
R7
?i—O
RS R
or W is
R® R’ R®
?i—O ?i—O Si—0 ;
6 8 10
R R LR 5
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and Z is

wherein R' and R* are independently Hydrogen, NH,, OH,
COOH, SH, an epoxide, a succunic anhydride, a succinimide
group, a phosphate, a sulfate, a sulfonate, a betaine, a car-
boxylic acid, an amino acid, a diacids, a bisphosphate, or a
phosphatidylcholine group; R* and R? are independently a
C, 1o alkyl group, NH,, OH, COOH, SH, an epoxide, a suc-
cunic anhydride, a succinimide group, a phosphate, a sulfate,
a sulfonate, a betaine, a carboxylic acid, an amino acid, a
diacids, a bisphosphate, or a phosphatidylcholine group; R>,
RS R7,R® R® R'°, R'", and R'? are independently Hydro-
gen, a C,_,, alkyl group, oraC,_,,—R'® group such that R*?
is independently NH,, OH, COOH, SH, an epoxide, a succu-
nic anhydride, a succinimide group, a phosphate, a sulfate, a
sulfonate, a betaine, a carboxylic acid, an amino acid, a diac-
ids, a bisphosphate, or a phosphatidylcholine group, whereas
multiple groups of R®>, R%, R”, R® R®,R'°, R"! R'? and R*?
may be identical or different; and x is an integer from 1 to
1000, multiple groups of x may be identical or different; y is
an integer from 1 to 1000, multiple groups of y may be
identical or different; and m is an integer from 1 to 1000,
multiple groups of m may be identical or different.

In yet another aspect, any of the aspects of the present
invention may be further characterized by one or any combi-
nation of the following features: the cross-linked-polyiso-
prene microparticles are synthesized from cis-polyisoprene;
further comprising a polymerizable compound, a curing
agent, and a filler; a portion of the polymerizable compound
includes a ring-opening functionality, a reactive-cyclic func-
tionality, a free radical functionality, or any combination
thereof; the ring-opening functionality is selected from the
group consisting of an acid group, an amine group, a thiol
group and an alcohol group; the reactive-cyclic functionality
is selected from the group consisting of an epoxy group, an
anhydride group, an aziridine group and an oxazolone group;
the free radical functionality is selected from the group con-
sisting of a double bond and a triple bond; the adhesion
promoter includes a dentin binding functionality; the dentin
binding functionality includes a negative charge, a positive
charge, an amphoteric charge, or a zwitterionic charge; the
negative or positive charge comprises carboxylic acid groups,
sulfate groups, amine groups, phosphate groups, quaternary
ammonium groups and sulfonate, betaine, phosphatidylcho-
line groups; the cross-linked polyisoprene microparticles are
less than about 200 um; the cross-linked-cis-polyisoprene
microparticles range from about 50 to about 180 um; up to
about 50% by weight is the cross-linked cis-polyisoprene
powder, wherein the composition further comprises: up to
about 80 weight % a radiopacifier selected from the group
consisting of tungsten, zinc, zinc oxide, tungsten oxide,
barium, barium sulfate, bismuth, bismuth oxide, and calcium
tungstate; up to about 10% a curing agent, up to about 40% a
filler, wherein the filler is a polymer, silica, cross-linked-cis-
polyisoprene microparticles or fumed silica, or any combina-
tion thereof, and up to about 50% an adhesion promoter; the
curing agent includes a catalyst having an amine group; the
cross-linked-cis-polyisoprene  microparticles comprises
fibers, crosslinking agents, initiators, radiopacifiers, cis-poly-
isoprene, and/or antimicrobial agent; the initiator is selected
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from the group consisting of a free radical initiator or cationic
initiator, and platinum initiator; the adhesion promoter is
characterized by the following formula (I): R*—R>—W—
Z—R>—R* (I) wherein

W is
R7
?i—O
8
R X
or W is
R’ R’ R’
%?1—OH?1—O Ti—O 5
R6 RS R RIO 5
and Z is

R

Si

! 12

R mn

wherein R' and R* are independently Hydrogen, NH,, OH,
COOH, SH, an epoxide, a succunic anhydride, a succinimide
group, a phosphate, a sulfate, a sulfonate, a betaine, a car-
boxylic acid, an amino acid, a diacids, a bisphosphate, or a
phosphatidylcholine group; R? and R? are independently a
C, 1o alkyl group, NH,, OH, COOH, SH, an epoxide, a suc-
cunic anhydride, a succinimide group, a phosphate, a sulfate,
a sulfonate, a betaine, a carboxylic acid, an amino acid, a
diacids, a bisphosphate, or a phosphatidylcholine group; R®,
R® R’, R® R’ R'® R, and R'? are independently Hydro-
gen,aC,_,, alkyl group, oraC,_ ,—R*? group such that R*?
is independently NH,, OH, COOH, SH, an epoxide, a succu-
nic anhydride, a succinimide group, a phosphate, a sulfate, a
sulfonate, a betaine, a carboxylic acid, an amino acid, a diac-
ids, a bisphosphate, or a phosphatidylcholine group, whereas
multiple groups of R*, R®, R7, R®, R?, R*°, R**, R'?, and R"*
may be identical or different; and x is an integer from 1 to
1000, multiple groups of x may be identical or different; y is
an integer from 1 to 1000, multiple groups of y may be
identical or different; and m is an integer from 1 to 1000,
multiple groups of m may be identical or different; wherein i)
R! and R* are independently an epoxide, a succunic anhy-
dride, or a succinimide group; ii) R' and R* are independently
NH,, OH, COOH, or SH group; or iii) at least one of R and
R* is independently a phosphate, a sulfate, a sulfonate, a
betaine, a carboxylic acid, an amino acid, a diacids, a bispho-
sphate, or a phosphatidylcholine group; wherein i) R' and R*
are independently an epoxide, a succunic anhydride, or a
succinimide group; and ii) at least one of R>, R®, R”, R® R®,
R'°,R*! and R'?isindependently the C,_, ,—R*? group such
that R'? is independently the phosphate, the sulfate, the sul-
fonate, the betaine, the carboxylic acid, the amino acid, the
diacids, the bisphosphate, or the phosphatidylcholine group;
wherein: i) R' and R* are independently NH,,, OH, COOH, or
SH group; and ii) at least one of R>, R°, R, R®, R®, R'°, R*,
and R'? is independently the C,_,,—R"'? group such that R*?
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is independently the phosphate, the sulfate, the sulfonate, the
betaine, the carboxylic acid, the amino acid, the diacids, the
bisphosphate, or the phosphatidylcholine group; wherein: 1)
at least one of R and R* is independently a phosphate, a
sulfate, a sulfonate, a betaine, a carboxylic acid, art amino
acid, a diacids, a bisphosphate, or a phosphatidylcholine
group; and ii) at least one of R*, RS, R7, R®, R?, R'°, R*!, and
R'? is independently the C,_,,—R'? group such that R*? is
independently the NH,, OH, COOH, SH, epoxide, succunic
anhydride, or succinimide group, whereas NH,, OH, COOH,
or SH group is not present when the epoxide, the succunic
anhydride, or the succinimide group is present; wherein R,
R® R'!, and R'? are independently a C,_,, alkyl group;
wherein:

W is
R’ R’ R®
?i—O ?i—O ?i—O ;
6 8 10
R R LR 5
and

wherein R' and R* are independently NH,, OH, COOH, SH,
an epoxide, a succunic anhydride, or a succinimide group; R*
and R? are independently a C,_, , alkyl group; and R’>, RS, R,
R®, R® R'°, R'!, and R'? are independently Hydrogen, a
C,.1o alkyl group, or a C,_,,—R"? group such that R'? is
independently a phosphate, a sulfate, a sulfonate, a betaine, a
carboxylic acid, an amino acid, a diacids, a bisphosphate, or
a phosphatidylcholine group, whereas multiple groups of R7,
R® R®, R'°, R'!, R*?, and R'* may be identical or different;
wherein NH,, OH, COOH, or SH is not present when the
epoxide, the succunic anhydride, or the succinimide group is
present; wherein at least one of R°, R%, R7, R®, R® R'°, R"!,
and R'? includes the C,_,,—R"? group; wherein at least one
of R” and R® includes the C,_,,—R"? group; wherein R>, R,
R, and R'? are independently a C, _,, alkyl group; wherein:
Wis

R’ R’ R®
?i—O ?i—O ?i—O ;
RG RS R RIO 5

and

wherein R* and R* are independently Hydrogen, a phosphate,
a sulfate, a sulfonate, a betaine, a carboxylic acid, an amino
acid, a diacids, a bisphosphate, or a phosphatidylcholine
group, provided at least one of R' and R*is not Hydrogen; R>
and R? are independently a C,_| , alkyl group; and R®>, RS, R,
R®, R®, R'®, R'!, and R'? are independently Hydrogen, a
C,.1o alkyl group, or a C, | ,—R"? group such that R*? is
independently NH,, OH, COOH, SH, an epoxide, a succunic
anhydride, or a succinimide group, whereas multiple groups
of R7, R®%, R?, R'°, R'!, R'?, and R"® may be identical or
different, provided at least two of R®>, R®, R, R®,R®, R'°, R"!,
and R*? includes the C,_,,—R"? group; wherein NH,, OH,
COOH, or SH is not present when the epoxide, the succunic
anhydride, or the succinimide group is present; wherein at
least two of R>, R%, R”, R®, R®, R'°, R"!, and R'? includes the
C,.,—R?* group; wherein x ranges from 1-50, y ranges from
25-250, and m is 1; wherein the adhesion promoter includes a
first component and a second component, a) the first compo-
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nent is characterized by the following formula (Ila):
R!'—R*—-W—Z—R*R*(Ila); wherein R* and R* are inde-
pendently NH,, OH, COOH, or SH; R* and R? are indepen-
dently a C,_,, alkyl group;

W is
ot T
?i—O ?i—O Ti—O 5
RG RS R RIO 5
Zis
Rll
Si H
I
RIZ

R’ R% R7,R® R R'°,R'! and R'?are independently Hydro-
gen, aC,_,, alkyl group, ora C,_,,—R"? group such that R*?
is independently a phosphate, a sulfate, a sulfonate, a betaine,
acarboxylic acid, an amino acid, a diacids, a bisphosphate, or
a phosphatidylcholine group, whereas multiple groups of R>,
R® R7,R® R%,R'°,R*! and R may beidentical or different;
X is an integer from 1 to 1000, multiple groups of x may be
identical or different; y is an integer from 1 to 1000, multiple
groups of y may be identical or different; and m is an integer
from 1 to 10, multiple groups of m may be identical or
different; and b) the second component is characterized by the
following formula (IIb): R“*—R'*—W—Z R” R
(I1Ib); wherein R'? and R'® are independently an epoxide, a
succunic anhydride, or a succinimide group; R'* and R'* are
independently a C, _,, alkyl group;

W is

Il{lé I|{18 Il{ZO

Ti—O ?i—O ?i—O 5

Rl7 R19 A RZI /
Zis

RZZ

Si H

I

R23

R R'7, R'®, R, R*°, R?!, R*? and R* are independently
Hydrogen, a C,_,, alkyl group, or a C,_,,—R>* group such
that R** is independently a phosphate, a sulfate, a sulfonate, a
betaine, a carboxylic acid, an amino acid, a diacids, a bispho-
sphate, or a phosphatidylcholine group, whereas multiple
groups of R*6, R'7, R'® R'®, R?°, R*!, R*?, R**, and R** may
be identical or different; q is an integer from 1 to 1000,
multiple groups of q may be identical or different; r is an
integer from 1 to 1000, multiple groups of r may be identical
or different; and s is an integer from 1 to 10, multiple groups
of's may be identical or different; wherein 1) at least one of R,
R R7,R® R% R R', R'?includes the C, ,,—R" group;
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and/or ii) at least one of R*6, R'7, R*® R'® R?*° R?! R** and
R?? includes the C,_, ,—R>* group; wherein i) at least one of
R” and R® includes the C,_,,—R"? group; and/or ii) at least
one of R*® and R includes the C, _,,—R** group; wherein x
ranges from 1-50, y ranges from 25-250, and m is 1 and
wherein q ranges from 1-50, r ranges from 25-250, and s is 1;
wherein the adhesion promoter includes a first component
and a second component, a) the first component is character-
ized by the following formula (IIla): R'—R*—W—Z—R>—
R* (I1la); wherein R* and R* are independently Hydrogen, a
phosphate, a sulfate, a sulfonate, a betaine, a carboxylic acid,
an amino acid, a diacids, a bisphosphate, or a phosphatidyl-
choline group, provided at least one of R' and R* is not
Hydrogen; R? and R® are independently a substituted or

unsubstituted C, _,, alkyl group;
Wis
\ /R7 R®
RV
Sl_ / \?1 O/ \?i—O/ ;
RS RIO /,
Zis
Rll
|
Si ;
[
RIZ

R’,R% R’ R® R% R'°,R' andR'?areindependently Hydro-
gen, a C,_,, alkyl group, oraC,_,,—R*® group such that R*?
is independently NH,, OH, COOH, SH, whereas multiple
groups of R7, R%, R?, R'°, R*!, R'?, and R'® may be identical
or different; x is an integer from 1 to 1000, multiple groups of
x may be identical or different; y is an integer from 1 to 1000,
multiple groups of y may be identical or different; and mis an
integer from 1 to 10, multiple groups of m may be identical or
different; and b) the second component is characterized by the
following formula (IIIb): RP—R'*—W—7 R RS
(11Ib); wherein R** and R'® are independently Hydrogen, a
phosphate, a sulfate, a sulfonate, a betaine, a carboxylic acid,
an amino acid, a diacids, a bisphosphate, or a phosphatidyl-
choline group, provided at least one of R* and R* is not
Hydrogen; R'* and R'® are independently a substituted or
unsubstituted C,_,, alkyl group;
Wis

\/RIS R
)
Sl_ Si—O Si—O ;
N\

7. is

R2

|

Si ;

|

R3
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R'S, R!7 R'®, R R, R*', R?*? and R* are independently
Hydrogen, a C,_,, alkyl group, or a C,_,,—R>* group such
that R**is independently an epoxide, a succunic anhydride, or
a succinimide group, whereas multiple groups of R'¢, R'7,
R'®, R, R* R*, R*?, R* and R** may be identical or
different; q is an integer from 1 to 1000, multiple groups of q
may be identical or different; r is an integer from 1 to 1000,
multiple groups of r may be identical or different; and s is an
integer from 1 to 10, multiple groups of s may be identical or
different; wherein 1) at least one of R®>, R®, R”, R® R®, R'°,
R', R'?includes the C, ,,—R"'? group; and/orii) at least one
of R'%, RY7, R'® R™, R*, R*', R??, and R*? includes the
C,.,—R?* group; wherein x ranges from 1-50, y ranges from
25-250, and m is 1; and wherein q ranges from 1-50, r ranges
from 25-250, and s is 1; wherein adhesion promoter is char-
acterized by the following formula (IV): R'—W—7—R?
(IV) wherein R' and R? are independently a substituted or
unsubstituted C, ;, alkyl group;

W is

or W is

Si—O Si—O

R* R®

and Z is

whereinR>,R* R> R% R”, R® R’ , and R'° are independently
Hydrogen, a C,_,, alkyl group, or a C,_,,—R"* group such
that R*! is independently NH,, OH, COOH, SH, an epoxide,
a succunic anhydride, a succinimide group, a phosphate, a
sulfate, a sulfonate, a betaine, a carboxylic acid, an amino
acid, a diacids, a bisphosphate, or a phosphatidylcholine
group; whereas multiple groups of R*>, R*, R®>,R®, R”,R%, R?,
R'°, and R'! may be identical or different; provided that at
least one of R?, R*R>,R% R”, and R® includes the C, | ,—R*!
group; X is an integer from 1 to 1000, multiple groups of x
may be identical or different; y is an integer from 1 to 1000,
multiple groups of y may be identical or different; and m is an
integer from 1 to 10, multiple groups of m may be identical or
different; wherein NH,, OH, COOH, or SH is not present
when the epoxide, the succunic anhydride, or the succinimide
group is present; wherein
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W is

R \
Ti—o
R* /
and

wherein R*, R*, R7, R®, R®, R'°, and R'! include the C,_,,
alkyl group; x ranges from 1-50; y ranges from 25-250; and m
is 1; wherein the adhesion promoter includes a first compo-
nent and a second component, a) the first component is char-
acterized by the following formula (IVa): R'—W—Z—R?
(IVa) wherein R! and R? are independently a substituted or
unsubstituted C,_;, alkyl group;

1.
\ |

N~—]

RS

X

W is
RVANRYAN
Ti—o/ \?1—0/ \?i—o/ ;
R* RO L \R® /
and Z is
R9
|
Si ;
I
RIO

wherein R, R* R R® R7, R® R®,and R'° are independently
Hydrogen, a C,_,, alkyl group, or a C,_,,—R"! group such
that R is independently NH,, OH, COOH, or SH; whereas
multiple groups of R*, R*, R>, RS, R7, R®, R?, R*°, and R*
may be identical or different; provided that at least one of R®,
R*R’,R% R’, and R® includes the C,_,,—R*" group; x is an
integer from 1 to 1000, multiple groups of x may be identical
or different; y is an integer from 1 to 1000, multiple groups of
y may be identical or different; and m is an integer from 1 to
10, multiple groups of m may be identical or different; and b)
the second component is characterized by the following for-
mula (IVb): R">—W—Z—R"* (IVb) wherein R'* and R*?
are independently a substituted or unsubstituted C, _;; alkyl

group;
W is
I|{l4 \ /ll{lé \ /1|{18 \
Ti—O ?i—O ?i—C 5
RIS / Rl7 Z \R19 /
and Z is
RZO
Si ;
I
RZI
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wherein R, R'>, R'® R'7, R'® R', R?°, and R*! are inde-
pendently Hydrogen, a C,_, alkyl group, or a C, ,,—R*
group such that R*? is independently an epoxide, a succunic
anhydride, or a succinimide group; whereas multiple groups
of R14, RIS, R16, R17, RIS, ng, R20, R21, and R22 may be
identical or different; provided that at least one of R**, R">,
R'S,R'7,R'® and R'? includes the C, ,,—R*' group; qis an
integer from 1 to 1000, multiple groups of x may be identical
or different; r is an integer from 1 to 1000, multiple groups of
y may be identical or different; and s is an integer from 1 to 10,
multiple groups of m may be identical or different; wherein i)
at least one of R®, RS, R7, and R?® includes the C, ,,—R"!
group; and ii) at least one of R'®, R'7, R*®, and R'® includes
the C,_,,—R>? group; wherein x ranges from 1-50, y ranges
from 25-250, and m is 1; and wherein q ranges from 1-50, r
ranges from 25-250, and s is 1; wherein i) at least one of R>,
R® R’, and R®is independently a C,_, —R>* group such that
R** is aphosphate, a sulfate, a sulfonate, a betaine, a carboxy-
lic acid, an amino acid, a diacids, a bisphosphate, or a phos-
phatidylcholine group; whereas multiple groups of R>, RS,
R’, and R® may be identical or different; and/or ii) at least one
ofR*® R'7 R'®, andR'?is independently a C,_, ,—R>* group
such that R** is a phosphate, a sulfate, a sulfonate, a betaine,
acarboxylic acid, an amino acid, a diacids, a bisphosphate, or
a phosphatidylcholine group; whereas multiple groups of
R'S,R'7 R'® and R'® may be identical or different; wherein
the adhesion promoter is characterized by the following for-
mula (V): R"—R*—W—R>—R* (V) wherein R' and R* are
independently Hydrogen, NH,, OH, COOH, SH, an epoxide,
a succunic anhydride, or a succinimide group; R* and R® are
independently a C,_, o, alkyl group; and

W is

R> R’
R
c—cC >
[
R® R®/

W is
RS R’ RI3 RIS
| R
c—cC c—cC >
Il{s Il{s / Il{” Il{lsz

or W is
RS R7\ /R9 R“\ /R13 RIS
LIALIAT Y

R¢ RS

| |/\| |
10 12 14 16
Z R R1Z/\ R¥ RIS/

wherein R, RS, R7, R®, R®, R1°, R!!, R1?, R'3, R!*, R'®, and
R'S are independently Hydrogen, a C,_,, alkyl group, or con-
tain a linking group being linked to a NH,, OH, COOH, SH,
an epoxide, a succunic anhydride, a succinimide group, a
phosphate, a sulfate, a sulfonate, a betaine, a carboxylic acid,
an amino acid, a diacids, a bisphosphate, a phosphatidylcho-
line, a hydrocarbon, or a silicone, the linking group being
selected from the group consisting of an acrylate group, a
(meth)acrylate group, a siloxy acrylate group, a vinyl group,
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and an allyl group, whereas at least one of R>, RS, R”, R®, R,
R!® R, R'2, R, R, R'%, and R'® contains the linking
group and whereas multiple groups of R®>, RS, R7, R®, R%, R*°
R'',R'?, R'* R R'?, and R'® may be identical or different;
X is an integer from 1 to 1000, multiple groups of x may be
identical or different; y is an integer from 1 to 1000, multiple
groups of y may be identical or different; and z is an integer
from 1 to 1000, multiple groups of z may be identical or
different; wherein NH,, OH, COOH, or SH is not present
when the epoxide, the succunic anhydride, or the succinimide
group is present; wherein at least one of R! and R? is NH,,,
OH, COOH, SH, an epoxide, a succunic anhydride, or a
succinimide group; wherein at least one of R'*, R** R'>, and
R'¢ contains the linking group being linked to a NH,, OH,
COOH, SH, an epoxide, a succunic anhydride, or a succin-
imide group; wherein at least one of R’, R R7, R®* R®, R*°,
R'!, and R'? contains the linking group being linked to a
phosphate, a sulfate, a sulfonate, a betaine, a carboxylic acid,
an amino acid, a diacids, a bisphosphate, a phosphatidylcho-
line, a hydrocarbon, or a silicone; wherein the silicone
includes a Tris(trimethylsiloxy)silyl group; wherein

W is
RS R7 R9 Rll Rl3 RIS
HAYASAYARAY
?_?/\?—?/\?_? ’
R6 RS A RIO RlZy Rl4 RIGZ

wherein R>, R®, R, and R® are independently a C,_,,, alkyl
group or contain a linking group being linked to a phosphate,
a sulfate, a sulfonate, a betaine, a carboxylic acid, an amino
acid, a diacids, a bisphosphate, or a phosphatidylcholine, the
linking group being selected from the group consisting of an
acrylate group, a (meth)acrylate group, a siloxy acrylate
group, a vinyl group, and an allyl group, whereas at least one
of R’, RS, R”, and R® contains the linking group and whereas
multiple groups of R®, R, R7, and R® may be identical or
different; R%, R'°, R™, and R'? are independently a C,_|,
alkyl group or contain a linking group being linked to a
hydrocarbon or a silicone group, the linking group being
selected from the group consisting of an acrylate group, a
(meth)acrylate group, a siloxy acrylate group, a vinyl group,
and an allyl group, whereas at least one of R®, R*®, R'!, and
R'2 contains the linking group and whereas multiple groups
of R?, R'°, R, and R'? may be identical or different; R'?,
R'* R'?, and R'® are independently a C,_,, alkyl group or
contain a linking group being linked to a NH,, OH, COOH,
SH, an epoxide, a succunic anhydride, or a succinimide
group, the linking group being selected from the group con-
sisting of an acrylate group, a (meth)acrylate group, a siloxy
acrylate group, a vinyl group, and an allyl group, whereas at
least one of R'3, R'* R'°, and R'° contains the linking group
and whereas multiple groups of R**, R**, R*®, and R'® may be
identical or different; x is an integer from 1 to 100, multiple
groups of x may be identical or different; y is an integer from
1 to 100, multiple groups of y may be identical or different;
and zis an integer from 1 to 100, multiple groups of z may be
identical or different; wherein NH,, OH, COOH, or SH is not
present when the epoxide, the succunic anhydride, or the
succinimide group is present; wherein the silicone includes a
Tris(trimethylsiloxy)silyl group; wherein the adhesion pro-
moter includes a first component and a second component, a)
the first component is characterized by the following formula
(VIa): R'—R>—W—R>—R* (VIa); wherein R' and R* are
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independently Hydrogen, an epoxide, a succunic anhydride,
orasuccinimide group; R* and R? are independentlya C,_, 4o,

alkyl group; and

W is
RS R7 R9 Rll Rl3 Rl5
BAYARRYAN
CcC—cC CcC—C CcC—cC
|6 |8/\|10 |12/\|14 |16
RS R®/ \R® RZ2/ \RM R

wherein R, R®, R7, and R® are independently Hydrogen, a
C,.,0alkyl group, or contain a linking group being linked to a
phosphate, a sulfate, a sulfonate, a betaine, a carboxylic acid,
an amino acid, a diacids, a bisphosphate, a phosphatidylcho-
line, a hydrocarbon, or a silicone, the linking group being
selected from the group consisting of an acrylate group, a
(meth)acrylate group, a siloxy acrylate group, a vinyl group,
and an allyl group, whereas at least one of R*, R, R7, and R®
contains the linking group and whereas multiple groups of R,
R® R’, and R® may be identical or different; R®, R'°, R*!, and
R!? are independently Hydrogen, a C,_, , alkyl group, or con-
tain a linking group being linked to a hydrocarbon or a sili-
cone group, the linking group being selected from the group
consisting of an acrylate group, a (meth)acrylate group, a
siloxy acrylate group, a vinyl group, and an allyl group,
whereas at least one of R®, R'°, R, and R'? contains the
linking group and whereas multiple groups of R®, R'°, R*!,
and R'? may be identical or different; R*®, R'*, and R*S are
independently Hydrogen, a C,_;, alkyl group, or contain a
linking group being linked to an epoxide, a succunic anhy-
dride, or a succinimide group, the linking group being
selected from the group consisting of an acrylate group, a
(meth)acrylate group, a siloxy acrylate group, a vinyl group,
and an allyl group, whereas at least one of R*>, R'"*, R'>, and
R'S contains the linking group and whereas multiple groups
of R, R*®, and R'® may be identical or different; x is an
integer from 1 to 1000, multiple groups x may be identical or
different; and y is an integer from 1 to 1000, multiple groups
y may be identical or different; and z is an integer from 1 to
1000, multiple groups z may be identical or different; and b)
the second component is characterized by the following for-
mula (VIb): R¥—R"®*—W_R”—R* (VIb); wherein R’
and R* are independently Hydrogen, NH,, OH, COOH, or
SH; R'®and R*® are independently a C,_, o, alkyl group; and

W is
RZI R23 RZS R27 R29 R3l
HAYVARAYAR

c—cC CcC—C —C
|1 |1 | 1
R22 R24 A R26 R28 A R30 R32 A

wherein R*!, R?%, R**, and R** are independently Hydrogen,
aC,_,, alkyl group, or contain a linking group being linked to
a phosphate, a sulfate, a sulfonate, a betaine, a carboxylic
acid, an amino acid, a diacids, a bisphosphate, a phosphati-
dylcholine, a hydrocarbon, or a silicone, the linking group
being selected from the group consisting of an acrylate group,
a (meth)acrylate group, a siloxy acrylate group, a vinyl group,
and an allyl group, whereas at least one of R*!, R*?, R**, and
R** contains the linking group and whereas multiple groups
of R?!, R*?, R**, and R** may be identical or different; R>,
R?¢, R*’, and R*® are independently Hydrogen, a C,_,, alkyl
group, or contain a linking group being linked to a hydrocar-
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bon or a silicone group, the linking group being selected from
the group consisting of an acrylate group, a (meth)acrylate
group, a siloxy acrylate group, a vinyl group, and an allyl
group, whereas at least one of R**>, R?°, R*’, and R*® contains
the linking group and whereas multiple groups of R**, RS,
R?7, and R*® may be identical or different; R>*, R*°, R*>!, and
R3? are independently Hydrogen, a C,_, , alkyl group, or con-
tain a linking group being linked to a NH,, OH, COOH, or SH
group, the linking group being selected from the group con-
sisting of an acrylate group, a (meth)acrylate group, a siloxy
acrylate group, a vinyl group, and an allyl group, whereas at
least one of R*°, R*°, R*!, and R*? contains the linking group
and whereas multiple groups of R**, R*°, R*!, and R** may be
identical or different; q is an integer from 1 to 1000, multiple
groups of q may be identical or different; and r is an integer
from 1 to 1000, multiple groups of r may be identical or
different; and s is an integer from 1 to 1000, multiple groups
of's may be identical or different; wherein the silicone of the
first component, the second component, or both includes a
Tris(trimethylsiloxy)silyl group; wherein the Tris(trimethyl-
siloxy)silyl group is [tris(trimethylsilyloxy)silyl]propyl
methacrylate; wherein the amine-based polymerizable com-
poundis an amine modified polysiloxane compound; wherein
the first component mixture, the second component mixture,
or both include an adhesion promoter; wherein the adhesion
promoter includes a silicon functionality; wherein the adhe-
sion promoter includes a silicon functionality and an amine or
epoxy functionality; wherein the first component mixture
includes an adhesion promoter having a silicone functionality
and an epoxy functionality; wherein the second component
mixture includes an adhesion promoter having a silicone
functionality and an amine functionality; wherein the first
component mixture includes an adhesion promoter having a
silicone functionality, an epoxy functionality, and a dentin
binding functionality; wherein the second component mix-
ture includes an adhesion promoter having a silicone func-
tionality, an amine functionality, and a dentin binding func-
tionality; wherein the dentin binding functionality is selected
from the group consisting of a phosphate, a sulfate, a sul-
fonate, a betaine, a carboxylic acid, an amino acid, a diacids,
a bisphosphate, and a phosphatidylcholine; wherein the com-
posite sealant material has a viscosity over 100,000 cps or
putty-like; further comprising the step of inserting a gutta-
percha point, an obturator, or a cross-linked gutta-percha-
point into the root canal; wherein the gutta-percha point or
carrier is surface modified; wherein the surface modification
is corona treatment or plasma treatment; wherein the cross-
linked cis-polyisoprene microparticles are not soluble in the
composite sealant material; use of the endodontic composite
sealant composition described herein; or any combination
thereof.

It should be appreciated that the above referenced aspects
and examples are non-limiting as others exist with the present
invention, as shown and described herein. For example, any
of the above mentioned aspects or features of the invention
may be combined to form other unique configurations, as
described herein, demonstrated in the drawings, or otherwise.

DETAILED DESCRIPTION OF THE INVENTION

Desirably, the composite sealant composition includes a
cross-linkable material, though not required.

In general, the present invention is directed to an improved
high strength composite sealant composition and processes of
forming the composition. Advantageously, the composite
sealant composition can be employed to form dental sealants
with desirable high strength characteristics. This high
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strength material enables the preparation of root canals and
may be useful for improved bonding (higher adhesion) to the
tooth dentin and/or root canal points. Dental materials con-
taining polymerizable resins and filler particles often are used
to prepare the root canals. Such dental materials can be self
(chemically)-curable, heat-curable, light-curable, or dual-
curable. The dental materials are cured and hardened by dif-
ferent chemical mechanisms to form strong and durable
materials for various dental applications.

In one aspect, the invention solves the problem of the
creation of a seal between the sealer and the gutta-percha
AND a seal between the sealer and the dentin to prevent
leakage of bacteria into the root canal. The invention uses
rubber formulations cryogenically ground into a powder and
mixed as a filler in various two part polymer systems. The
ground rubber can be blended in either one or both parts of the
polymer system. One or more types of ground rubber can be
used. This will create a fluid(s) with a paste like viscosity.

The technology to make this work may not be the grinding
or the dispersion into the polymer system. It is believed that
the formulation of the ground rubber in relation to the poly-
mer system provides the one of the advantages of this inven-
tion.

In another aspect the invention solves the problem of the
creation of a seal between the obturation material and the
dentine to prevent leakage of bacteria into the root canal. The
invention is two ideal molecular additives which have been
designed to bond to collagen AND hydroxyapatite.

Dentin is composed of a collagen (hydrocarbon polymer)
matrix holding together crystalline hydroxyapatite (CaP).
The dentin binding molecules are designed to include three
subcomponents in a tri block construction. For example, in a
first portion, Block A, may be composed of phosphate group,
in a second portion, Block B, may be composed of tris meth-
acrylate and in a third portion, Block C, may be either a
reactive group such as an amino methacrylate or a glycidal
methacrylate. Block A is designed to bond to the hydroxya-
patite. Block B is designed to be a compatibilizer. Block C is
designed to cross link into the network during setting (amino/
epoxy reaction). The molecular additives are dispersed into
two dimethylsiloxanes; an amino functionalized and an
epoxy functionalized (see the attached document for more
detail).

Polymerizable Materials

The polymerizable material (e.g., a composite sealant
composition) typically includes at least one polymerizable
component and optionally without limitation, one or more of
at least one filler (e.g., glass particles), an adhesion promoter,
an initiator, a catalyst, an accelerator, an inhibitor, surfactant,
additive, or combinations thereof or others.

Polymerizable Compounds

Turning now in greater detail to the individual components
of the overall composition. The composite sealant composi-
tion herein may include at least one polymerizable material.
Desirably, the composite sealant composition may include a
first polymerizable material having at least one of a cyclic
compound that is capable of undergoing a ring opening reac-
tion (e.g., a succunic anhydride, a succinimide group, an
epoxide, or otherwise) a ring opening nucleophile (e.g., OH,
COOH, SH, an amine resin (e.g., NH,), or otherwise), ure-
thane di-(meth)acrylate, multi(meth)acrylate derivatives of
isocyanatomethyl cyclohexane, a polymerizable polysilox-
ane compound (e.g., an epoxy functionalized siloxane, an
amino functionalized siloxane, or otherwise), or any combi-
nation thereof.

The first polymerizable material may typically be present
in an amount of at least about 1%, preferably at least about
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5%, and more preferable at least about 10% by wt the com-
posite sealant composition. Furthermore, it is appreciated that
the first polymerizable material may typically be present in an
amount of less than about 99%, preferably less than about
75% and preferably less than about 50% by wt the overall
composite sealant composition. For example, the first poly-
merizable material may typically be present in an amount
ranging from about 1% to about 99%, preferably from about
5% to about 75%, and more preferably from about 10% to
about 50% by wt the overall composite sealant composition.
In one specific embodiment, the first polymerizable material
is the polymerizable polysiloxane compound.

Examples of polymerizable polysiloxane compounds (e.g.,
polydimethylsiloxane copolymers) that may be used in the
composition of this invention, include, but are not limited to,
cyclic compounds that are capable of undergoing a ring open-
ing reaction such as epoxy modified polysiloxane compounds
(e.g., difunctional and multifunctional epoxy silicones) and
ring opening nucleophiles such as amine modified polysilox-
ane compounds (e.g., aminoalkyl functional silicones). One
preferred epoxy modified polysiloxane is sold under the
Tradename EMS 622 and is commercially available from
Gelest, Inc. One preferred amine modified polysiloxane is
sold under the Tradename AMS 162 and is commercially
available from Gelest, Inc.

The first polymerizable material may include a first com-
ponent (e.g., a cyclic compound that is capable of undergoing
a ring opening reaction) and a second component (e.g., ring
opening nucleophile) capable of polymerization. For
example, the polysiloxane compound may include a first pol-
ysiloxane component having an epoxy modified polysiloxane
or a second polysiloxane component having an amine modi-
fied polysiloxane. The epoxy modified polysiloxane may be
present in an amount of at least about 1%, preferably at least
about 3%, and more preferable at least about 5% by wt the
overall composite sealant composition. Furthermore, the
epoxy modified polysiloxane may be present in an amount of
less than about 50%, preferably less than about 40% and
preferably less than about 25% by wt the overall composite
sealant composition. For example, the epoxy modified pol-
ysiloxane may be present in an amount ranging from about
1% to about 50%, preferably from about 3% to about 40%,
and more preferably from about 5% to about 25% by wt the
overall composite sealant composition. An example of the
first polysiloxane component having the epoxy modified pol-
ysiloxane may be present as formula (I).

@

| 0 | - Si
\Si \S1 Tl |
oIl Tl
wherein
x is 1-1000, and
yis 1-1000.

Alternatively or in addition to the first polysiloxane com-
ponent having an epoxy modified polysiloxane, the polysi-
loxane component may include a second polysiloxane com-

10

15

20

25

30

35

40

45

50

55

60

65

16

ponent having an amine modified polysiloxane. The amine
modified polysiloxane may be present in an amount of at least
about 1%, preferably at least about 3%, and more preferable
at least about 5% by wt the overall composite sealant com-
position. Furthermore, the amine modified polysiloxane may
be present in an amount of less than about 50%, preferably
less than about 40% and preferably less than about 25% by wt
the overall composite sealant composition. For example, the
amine modified polysiloxane may be present in an amount
ranging from about 1% to about 50%, preferably from about
3% to about 40%, and more preferably from about 5% to
about 25% by wt the overall composite sealant composition.

An example of the second polysiloxane component having
the amine modified polysiloxane may be present as formula

.

an

LN
\li O\li O\Si O\li/
A
n

wherein

n is 1-1000, and

m is 1-1000.
Curing Agent

The composite sealant composition herein may include at
least one initiating component (e.g., catalyst) to effectuate
curing of the material. The initiating component may be
present in an amount of at least about 0.0005%, preferably at
least about 0.005%, and more preferably at least about 0.05%
by wt the overall composite sealant composition. The overall
composite sealant composition may include less than about
3.0%, preferably less than about 1.5%, and more preferably
less than about 1% wt of the initiating component. For
example, the initiating component may be present in a range
of'about 0.0005% to about 3%, preferably from about 0.005%
to about 1.5%, and more preferably from about 0.05% to
about 1% wt of the overall composite sealant composition.

One preferred initiating component includes an alkanol
amine. Examples of suitable alkanol amines include, but are
not limited to ethanolamine, 2-amino-1-butanol, 4-amino-1-
butanol, 2-aminoethanthiol, 2-amino-1-hexanol, 2-amino-3-
methyl-1-butanol, 2-amino-2-methyl-1-propanol, 2-amino-
2-methyl-1,3-propanediol, 5-amino-1-pentanol,
2-(methylamino) ethanol, 2-(propylamino)ethanol, tris(hy-
droxymethyl)aminomethane, 2-amino-1-propanol, 2-amino-
1-pentanol, ethanolamine, 2-hydroxyethylhydoradine,
3-amino-1-propanol, DL-2-amino-1-propanol, DL-1-amino-
2-propanol, DIL-2-amino-1-pentanol, DL-2-Amino-1-hex-
anol, 6-amino-1-hexanol, 2-(2-aminoethoxy) ethanol, or oth-
erwise and combinations thereof. Other catalysts are
appreciated such as salts (e.g., platinum, palladium, or other-
wise).

As shown in Table 1, an example of acceleration effects for
curing various composite sealant compositions of the two-
component systems with different catalysts:
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TABLE 1
LD. 712A11 712B11 712C11 712D11 712Ell  712U11
AMS 162 50.3% 49.5% 49.3% 49.4%  49.0% 85.8%
EMS 622 49.7%  49.5% 49.7%  49.5%  50.0% 14.2%
2-amino-3methyl-butanol 0.0% 1.0% 0.0% 0.0% 0.0% 0.0%
dl-2-amino-1-pentanol 0.0% 0.0% 1.0% 0.0% 0.0% 0.0%
dI-2-amino-1-hexanol 0.0%  0.0% 0.0% 10%  0.0% 0.0%
6-amino-1-hexanol 0.0%  0.0% 0.0% 00% 1.0% 0.0%
Total Mass (g) 10.1 10.1 10.1 10.1 103 10.0
Time after mixing to full 5 3 3 3 5 Not Set, >15
cure (days)
Filler TABLE 2-continued
The composite sealant compositions may include one or 15
more fillers. Fillers having Radiopacity useful in accordance Component Weight %
with the invention, without limitation, include inorganic fill- Zine Oxide 0to 80
ers such as Ag, TiO,, La,0;, ZrO,, BaSO,, CaWO,, BaWO,, Radiopacifier 0 to 40
Fe,O, and Bi,0,, CeO,, ZrO,, MgO, lanthanide salts, poly- Reinforcing Fillers 0to 50
273 1 2 3b 2 2 .. 1 The 20 Carbon Nanotubes 0to 50
mer granu ates,. arjum or strontlum-contalnlpg glass. lhe Fibers 010 50
glass may contain fluoride for fluoride release in viva. When Colorant 0to 10
included, the radiopacifier may be present in an amount of at
least about 20%, preferably at least about 30%, and more
preferable at least about 40% by wt the overall composite TABLE 3
sealant composition. Furthermore, the radiopacifier may be 25
present in an amount of less than about 80%, preferably less Component Weight %
than about 70% and preferably less than about 60% by wt the : :
overall composite sealant composition. For example, the gl%s;;mkable Material é%tt‘:) ‘f;
radiopacifier may be present in an amount ranging from about Curing Agent 0.1t030
20% to about 80%, preferably from about 30% to about 70%, 30 Curing Co agent 0.01t0 15
and more preferably from about 40% to about 60% by wt the Antimicrobial 0.01 to 50
overall composite sealant composition. Eafh?pa“,‘ﬁe; " 3'2 EO gg
. einroreing rillers . 0
. cher ﬁlle.:r.s that may be employgd 1nc.1ude.:, bqt are not Fibers 0.5 to 30
limited to silicas, aluminas, magnesias, titanias, inorganic Colorant 0.01t025
salts, metallic oxides, (e.g., zinc oxides, calcium hydroxide, 35 Anti Oxidant 0to 10
Processing Aid Oto 10

or otherwise) and glasses. In one desired embodiment, pre-
cipitated silica (e.g., Hi-Sil 233) may be included as a filler. In
another desired embodiment, fumed silica (e.g., Aerosil 200)
may be included as a filler. The filler material may be present
in an amount of at least about 0.1%, preferably at least about
1%, and more preferably at least about 5% by wt the overall
composite sealant composition. Furthermore, the filler mate-
rial may be present in an amount of Less than about 25%,
preferably less than about 20% and more preferably less than
about 15% by wt the overall composite sealant composition.
For example, the filler material may be present in an amount
ranging from about 0.1% to about 25%, preferably from
about 1% to about 20%, and more preferably from about 5%
to about 15% by wt the overall composite sealant composi-
tion.

In a preferred embodiment, the composite sealant compo-
sition may further include a cross-linked material (e.g., cross-
linked rubber such as polyisoprene or otherwise). A desirable
example of a cross-linked material may include a cross-linked
cis-polyisoprene-based material such as a cis-1,4-polyiso-
prene-based material. As shown in Tables 2 and 3, the cross-
linked material may include the following compositions as
described in U.S. Ser. No. 13/045,744, filed Mar. 11, 2011,
which is herein incorporated by reference for all purposes:

TABLE 2
Component Weight %
1-4, Polyisoprene 10 to 40
Curing Agent 0.1to 30
Curing Co agent 0.01 to 30
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The cross-linked material may be present in an amount of
at least about 3%, preferably at least about 5%, and more
preferably at least about 10% by wt the overall composite
sealant composition. Furthermore, the cross-linked material
may be present in an amount of less than about 50%, prefer-
ably less than about 40% and more preferably less than about
30% by wt the overall composite sealant composition. For
example, the cross-linked material may be present in an
amount ranging from about 3% to about 50%, preferably
from about 5% to about 40%, and more preferably from about
10% to about 30% by wt the overall composite sealant com-
position.

Desirably, the cross-linked material may be provided as a
powder (e.g., from a grinding or chopping process of the
cross-linked material). The cross-linked material may include
a particle size of at least about 5, preferably at least about 10
and more preferably at least about 25 microns. Furthermore,
the cross-linked material may include a particle size of less
than about 500, preferably less than about 400, and more
preferably less than about 300 microns. For example, the
cross-linked material may include a particle size ranging
from about 5 to about 500, preferably from about 10 to about
300, and more preferably from about 25 to about 150 microns
(e.g., from about 50 microns to about 100 microns or from
about 125 microns to about 200 microns).

As shown in Table 4, one specific example of the two
component composite sealant composition containing a
cross-linked material:
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TABLE 4
Component A Weight % Component B Weight %
Reactive-cyclic-based 5.0to 50 Ring-opening-based 5.0to 50
Polymerizable Polymerizable
Compound Compound
Catalyst 0 Catalyst 0.001 to 5.0
Radiopacifier 20 to 80 Radiopacifier 20to 80
Reinforcing Fillers 0.1to 25 Reinforcing Fillers 0.1to 25
Cross-linked Rubber 0.1to 50 Cross-linked Rubber 0.1 to 50

Desirably, the cyclic-based polymerizable compound
includes epoxy functionality, while the ring-opening-based
polymerizable compound includes amine functionality,
though not required.

The composite sealant composition may further include
additives, pharmaceutical active ingredients, dyes or pig-
ments (e.g., iron oxides) waxes, oils (e.g., silicone oil and
paraffin oil), surfactants, fatty acids (e.g., stearic acid), anti-
oxidants, preservatives (e.g., nanosilver), or mixtures thereof.

Adhesion Promoter

The composite sealant composition may further include at
least one adhesion promoter. In one aspect, the adhesion
promoter (e.g., second polymerizable material) may be
present in addition to the polymerizable compound (e.g.,
second polymerizable material). In another aspect the adhe-
sion promoter may be the polymerizable compound.

Without intending to be bound by theory, it is believed that
the adhesion promoter herein makes advantageous employ-
ment of a particular molecular structure by which at least a
portion of the molecule may include cyclic compounds that
are capable of undergoing a ring opening reaction function-
ality (e.g., epoxy group, a succunic anhydride group, a suc-
cinimide group, or otherwise) and/or ring opening nucleo-
phile functionality (e.g., OH, COOH, SH amine group, such
as diepoxide or diamine group, or otherwise), which is
capable of cross-linking the composite sealant composition.
The adhesion promoter molecular structure may include
hydrophobic functionality such as a hydrocarbon, a silicone
(e.g., it is silanated such as SiO, SiO,, SiH,, or SiC), or
otherwise, which is capable of being a thickener and/or may
be provided as a dispersion carrier for the cross-linked mate-
rial discussed herein. In one specific embodiment, the sili-
cone functionality includes a Tris(trimethylsiloxy)silyl group
such as [tris(trimethylsilyloxy)silyl]propyl methacrylate).
Furthermore, the adhesion promoter molecular structure may
include a dentin binding functionality, such as an phosphate,
sulfate, sulfonate, betaine, carboxylic acids, amino acid, diac-
ids, bisphosphate, or phosphatidylcholine functionality,
which is capable of improving the linkage with the tooth
dentin such as through the molecular network of the compos-
ite sealant composition.

The adhesion promoter may be a one component material
or a two component material. Examples of the adhesion pro-
moter include but are not limited to:

CH; CH; CH;

| | |
R1— (CHy),—Si—0— (Si—0),—Si— (CHy),—R1

CH; CH; CH;

wherein
R! is independently NH,, OH, COOH, SH, an epoxide, a
succunic anhydride, or a succinimide group, whereas R* may
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be identical or different, (preferably R' is a ring opening
nucleophile such as NH,, OH, COOH, SH or otherwise);
X is an integer from 0 to 10 (e.g., 1 to 10), multiple groups
of' x may be identical or different; and
y is an integer from 1 to 1000, multiple groups of'y may be
identical or different.

ii)

CH; CH; CH; CH;

I I i I
CH3—(CHZ)X—Si—O—(Si—O)A—(Si—O)B—?i—(CHZ)X—CHg
I

|
CHj (CHy)y CH; CH;
|

R2

wherein

R? is independently NH,, OH, COOH, SH, an epoxide, a
succunic anhydride, or a succinimide group, whereas mul-
tiple groups of R* may be identical or different, (preferably R*
is aring opening nucleophile such as NH,, OH, COOH, SH or
otherwise);

X is an integer from 0 to 10 (e.g., 1 to 10), multiple groups
of' x may be identical or different;

y is an integer from 1 to 10, multiple groups of y may be
identical or different;

A is an integer from 1 to 1000 (e.g., 1 to 100, preferably 1
to 10), multiple groups of A may be identical or different; and

B is an integer from 0 to 1000 (e.g., 1 to 100, preferably 45
to 65), multiple groups of B may be identical or different.

i)

CH; CH; CH;

| I |
R3— (CHy), —Si—O0—(Si—0),— Si—(CH,),—R3

CH; CH; CH;

wherein

R? is independently NH,, OH, COOH, SH, an epoxide, a
succunic anhydride, or a succinimide group, whereas R> may
be identical or different, (preferably R? is a cyclic compound
that may undergo ring polymerization such as an epoxide, a
succunic anhydride, a succinimide group, or otherwise);

X is an integer from 0 to 10 (e.g., 1 to 10), multiple groups
of' x may be identical or different; and

y is an integer from 1 to 1000, multiple groups of'y may be
identical or different.

iv)
CH; CHj CH3 CHj
CHz— (CHZ)X—éi—O—(éi—O)A— (éi—O)B—éi— (CH,),—CH;j
CH3 (CHy), C}I13 CI!I3
R

wherein

R* is independently NH,, OH, COOH, SH, an epoxide, a
succunic anhydride, or a succinimide group, whereas mul-
tiple groups of R* may be identical or different, (preferably R*
is a cyclic compound that may undergo ring polymerization
such as an epoxide, a succunic anhydride, a succinimide
group, or otherwise);
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X is an integer from 0 to 10 (e.g., 1 to 10), multiple groups C is an integer from O to 1000 (e.g., 1 to 1000), multiple
of x may be identical or different; groups of C may be identical or different; and
y is an integer from 1 to 10, multiple groups of y may be wherein R® and R*° can change positions.

identical or different;

A is aninteger from 1 to 1000, multiple groups of Amaybe 5
identical or different; and

B is an integer from 0 to 1000 (e.g., 1 to 1000), multiple
groups of B may be identical or different.

Ina desired embodiment, each functional portion is present
thereby forming a ter-polymer adhesion promoter.

vii)
10
V)
CH, CH, CHy CH;
I I I I
R5—(CH,),—Si—O—(Si—0)4,— (8i—0)p—Si—(CH,),—R5
|
CH; (CHy), CH; CH; 15
|
R6
R15
R13 R14
wherein
5 . . 3
R” is independently NH,, OH, COOH, SH, an epoxide, a 20  herein

succunic anhydride, or a succinimide group, whereas mul-

tiple groups of R® may be identical or different; R'? is independently a phosphate, a sulfate, a sulfonate, a

R® is independently a phosphate, a sulfate, a sulfonate, a betaine, a carboxylic ac.id, anarpino acid, a diacids, abispho-
betaine, a carboxylic acid, an amino acid, a diacids, a bispho- sphate, or a phosphatidylcholine group, whereas multiple
sphate, or a phosphatidylcholine group, whereas multiple s Zroups of R** may be identical or different;

groups of RS may be identical or different; R'*is independently a hydrophobic group such as a hydro-
X is an integer from 0 to 10 (e.g., 1 to 10), multiple groups carbon, a silicone (e.g., it is silanated), or otherwise, (prefer-
of x may be identical or different; ably the silicone includes a Tris(trimethylsiloxy)silyl group
y is an integer from 1 to 10, multiple groups of y may be such as [tris(trimethylsilyloxy)silyl]propyl methacrylate),
identical or different; 30

! ) . whereas multiple groups of R** may be identical or different;
. A s an integer from 1 to 1000, multiple groups of A may be RS is independently NH,, OH, COOH, SH, an epoxide, a
identical or different; and

B is an integer from 0 to 1000 (e.g., 1 to 1000), multiple
groups of B may be identical or different; and

succunic anhydride, or a succinimide group, whereas mul-
tiple groups of R'> may be identical or different;

wherein R® and R® can change positions. 35 n i§ an integer from 1 to 1000, multiple groups of x may be

The adhesion promoter may be a one component material identical or different;
or a two component material. Examples of the adhesion pro- m is an integer from O to 1000 (e.g., 1 to 1000), multiple
moter include but are not limited to: groups of y may be identical or different;

vi)
CH; CH; CH; CH; CH;
| | | | |
CHz— (CHy)y— Si—— 00— (Si—0),—(Si—0)p— (Si—0) ¢ —Si—— (CH,),— CH;
CH; (CHy), (CHy), CH; CH;
RO R10

wherein p is an integer from 1 to 1000, multiple groups of z may be

R’ is independently NH,, OH, COOH, SH, an epoxide, a >° jdentical or different; and
succunic anhydride, or a succinimide group, whereas mul- wherein R'?, R'#, and R'® can change positions.
tiplelg,r. oups of R” may be identical or different; It is appreciated that a two component adhesion promoter

R. 18 1ndepende?ntly.a phosphate, a sulfat.e, a sulfor}ate, a may include a first component of the formula 1)-vii) having a
betaine, a carboxylic ac.1d, an amino acid, a diacids, a blSPhO' 55 cyclic compound that may undergo ring polymerization such
sphate, or a1 Ophosphat.ldylc.hohne group, whereas multiple as an epoxide, a succunic anhydride, a succinimide group, or
groups Of.R may be identical or different; ) otherwise and a second component of the formula 1)-vii)

X 1s an nfeger fr om0 to 10 (e.g., 1t0 10), multiple groups  having a ring opening nucleophile such as NH,, OH, COOH,
of x may l?e identical or different; ) SH or otherwise. When included, polymerization may occur

y is an integer from 1 to 10, multiple groups of y may be ¢, by mixing the first and second components to form the adhe-
identical or different; sion promoter.
oz i§ an integer from 1 to 10, multiple groups of z may be The adhesion promoter may be synthesized by various
identical or different; processes. Desirably, the ter-polymer adhesion promoter may

A is aninteger from 1 to 1000, multiple groups of A may be be formed by RAFT polymerization to form a two component
identical or different; and 65 system. For example, the first component (having a cyclic

Bis an integer from 1 to 1000, multiple groups of B may be compound that may undergo ring polymerization) may be

identical or different; and formed by the following RAFT polymerization:
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Ethylene glycol
methacrylate phosphate
(EGMP)

TRIS-methacrylate
(TRIS-MA)

O
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Glycidyl

methacrylate
(GMA)

RAFT

Polymerization
—_—

—0

Adhesion
Promoter

The second component (having a ring opening nucleo-
phile) may be formed by the following RAFT polymeriza-
tion:

0
/j o—/_O\P¢O
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Ethylene glycol
methacrylate phosphate
(EGMP)
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-continued

TRIS-methacrylate
(TRIS-MA)

Ethylamino
methacrylate
(Amino-MA)

RAFT
Polymerization

O O (6]

Adhesion
Promoter

These specific examples 1)-vii) of possible adhesion pro-
moters should not be construed as limiting examples.

In a composite sealant composition that includes at least
one polymerizable compound and at least one adhesion pro-
moter (Examples from Tables 4-7), the adhesion promoter
may be present in an amount of at least about 3%, preferably
at least about 5%, and more preferably at least about 10% by
wt the overall composite sealant composition. Furthermore,
the adhesion promoter may be present in an amount of less
than about 50%, preferably less than about 40% and more
preferably less than about 30% by wt the overall composite
sealant composition. For example, the adhesion promoter
may be present in an amount ranging from about 3% to about
50%, preferably from about 5% to about 40%, and more
preferably from about 10% to about 30% by wt the overall
composite sealant composition.

TABLE 4

Component A Weight % Component B Weight %
Reactive-Cyclic-based 5.0 to 25 Ring-opening-based 5.0to0 25
Polymerizable Polymerizable

Compound Compound

Catalyst 0 Catalyst 0.001 to 5.0
Radiopacifier 20 to 80 Radiopacifier 20 to 80
Reinforcing Fillers 0.1to 25 Reinforcing Fillers 0.1to0 25
Cross-linked Rubber 0.1to 50 Cross-linked Rubber 0.1 to 50
Reactive-Cyclic-based 5.0 to 25 Ring-opening-based 5.0to0 25

Adhesion Promoter Adhesion Promoter
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TABLE 5
Component A Weight % Component B Weight %
Reactive-Cyclic-based 5.0 to 50 Ring-opening-based 0
Polymerizable Polymerizable
Compound Compound
Catalyst 0 Catalyst 0.001 to 5.0
Radiopacifier 20 to 80 Radiopacifier 20 to 80
Reinforcing Fillers 0.1to 25 Reinforcing Fillers 0.1to 25
Cross-linked Rubber 0.1to 50 Cross-linked Rubber 0.1 to 50
Reactive-Cyclic-based 0 Ring-opening-based 5.0to 50
Adhesion Promoter Adhesion Promoter

TABLE 6
Component A Weight % Component B Weight %
Reactive-Cyclic-based 0 Ring-opening-based 5.0to 50
Polymerizable Polymerizable
Compound Compound
Catalyst 0 Catalyst 0.001 to 5.0
Radiopacifier 20 to 80 Radiopacifier 20 to 80
Reinforcing Fillers 0.1to 25 Reinforcing Fillers 0.1to 25
Cross-linked Rubber 0.1to 50 Cross-linked Rubber 0.1 to 50
Reactive-Cyclic-based 5.0 to 50 Ring-opening-based 0

Adhesion Promoter Adhesion Promoter

Desirably, the cyclic-based polymerizable compound and
the cyclic-based adhesion promoter include epoxy function-
ality, while the ring opening-based polymerizable compound
and the ring opening-based adhesion promoter include amine
functionality, though not required. It is appreciated that in a
composite sealant composition that includes an adhesion pro-
moter as the polymerizable compound (Example of Table 7),
the adhesion promoter may in an amount of at least about 1%,
preferably at least about 5%, and more preferably at least
about 10% by wt the overall composite sealant composition.
Furthermore, it is appreciated that the adhesion promoter may
be present in an amount of less than about 90%, preferably
less than about 70% and preferably less than about 50% by wt
the overall composite sealant composition. For example, the
adhesion promoter may be present in an amount ranging from
about 1% to about 90%, preferably from about 5% to about
70%, and more preferably from about 10% to about 50% by
wt the overall composite sealant composition.

TABLE 7

Component A Weight % Component B Weight %

Reactive-Cyclic-based 5.0 to 50 Ring-opening-based 5.0to 50
Adhesion Promoter Adhesion Promoter

Catalyst 0 Catalyst 0.001 to 5.0
Radiopacifier 20 to 80 Radiopacifier 20 to 80
Reinforcing Fillers 0.1to 25 Reinforcing Fillers 0.1to 25
Cross-linked Rubber 0.1to 50 Cross-linked Rubber 0.1 to 50

Desirably, the cyclic-based adhesion promoter includes
epoxy functionality, while the ring opening-based adhesion
promoter includes amine functionality, though not required.

In one specific two-component example, the product may
comprise of a putty formulation, which includes ground
cross-linked material (e.g., ground cross-lined endodontic
carriers), silica, polymer, catalyst and bismuth oxide. The
formulation mixes into a firm putty which can be delivered
with an amalgum delivery device or with pluggers and
spreaders. It has the consistency of a putty and can be rolled
into any desired shaped prior to placing into the canal. Once
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the canal is filled, a gutta-percha point or a cross-linked endo-
dontic carrier can be inserted into the canal to facilitate a 3-d
fill and prevent leakage out the apex.

In another specific example, the composite sealant compo-
sition may comprise of an injectable formulation which
includes ground cross-linked material, silica, polymer, cata-
lyst, and bismuth oxide. The formulation mixes in a static
mixer connected on the end of a dual syringe. The material is
directly injected into the canal. Once the canal is filled, a
cross-linked endodontic carrier or gutta-percha-point can be
inserted into the canal to facilitate a 3-d fill and prevent
leakage out the apex.

It is appreciated that the gutta-percha point/cross-linked
carrier choice can left up to the clinician (they are inter-
changeable).

It is further appreciated that in the composite sealant com-
position systems, different types can be used. The sealant
material according to the invention can be present as single-
component systems or as multi-component systems, prefer-
ably as two-component systems, as a function of the polymer
system, in each instance. The curable polymer systems and
their additional components, such as catalysts and/or initia-
tors, are known to a person skilled in the art as such.

Preferably, one-component dental sealant materials are
used that are cured by means of UV radiation and/or heat.
Aside from the curable polymer system as well as the surfac-
tant mixture used according to the invention, photoinitiators
are usually contained in them

It will be further appreciated that functions or structures of
a plurality of components or steps may be combined into a
single component or step, or the functions or structures of
one-step or component may be split among plural steps or
components. The present invention contemplates all of these
combinations. Unless stated otherwise, dimensions and
geometries of the various structures depicted herein are not
intended to be restrictive of the invention, and other dimen-
sions or geometries are possible. In addition, while a feature
of the present invention may have been described in the
context of only one of the illustrated embodiments, such
feature may be combined with one or more other features of
other embodiments, for any given application. It will also be
appreciated from the above that the fabrication of the unique
structures herein and the operation thereof also constitute
methods in accordance with the present invention. The
present invention also encompasses intermediate and end
products resulting from the practice of the methods herein.
The use of “comprising” or “including” also contemplates
embodiments that “consist essentially of” or “consist of” the
recited feature.

The explanations and illustrations presented herein are
intended to acquaint others skilled in the art with the inven-
tion, its principles, and its practical application. Those skilled
in the art may adapt and apply the invention in its numerous
forms, as may be best suited to the requirements of a particu-
lar use. Accordingly, the specific embodiments of the present
invention as set forth are not intended as being exhaustive or
limiting of the invention. The scope of the invention should,
therefore, be determined not with reference to the above
description, but should instead be determined with reference
to the appended claims, along with the full scope of equiva-
lents to which such claims are entitled. The disclosures of all
articles and references, including patent applications and
publications, are incorporated by reference for all purposes.



US 9,351,909 B2

27

The invention claimed is:

1. An endodontic composite sealant composition for filling
and sealing a root canal comprising:

cross-linked-polyisoprene microparticles; and

a plurality of polymerizable compounds, the plurality of
polymerizable compounds having a first polymerizable
component that includes an epoxy-modified polysilox-
ane compound and a second polymerizable compound
having an amine-modified polysiloxane compound.

2. The composition of claim 1, wherein the cross-linked-
polyisoprene microparticles are synthesized from cis-poly-
isoprene.

3. The composition of claim 1, further comprising a curing
agent and a filler.

4. The composition of claim 1, wherein the cross-linked
polyisoprene microparticles are less than about 200 um.

5. The composition of claim 1, wherein the cross-linked-
cis-polyisoprene microparticles range from about 50 to about
180 um.

6. The composition of claim 1, wherein up to about 50% by
weight is the cross-linked cis-polyisoprene powder, and
wherein the composition further comprises:

20 to about 80 weight % a radiopacifier selected from the
group consisting of tungsten, zinc, zinc oxide, tungsten
oxide, barium, barium sulfate, bismuth, bismuth oxide,
and calcium tungstate;

up to about 10% a curing agent,

0.1 to about 40% a filler, wherein the filler is a polymer,
silica, or fumed silica, or any combination thereof, and

5.0 to about 50% an adhesion promoter.

7. A composition of claim 6, wherein the curing agent
includes a catalyst having an amine group.

8. The composition of claim 1, wherein the cross-linked-
cis-polyisoprene microparticles comprises fibers, crosslink-
ing agents, initiators, radiopacifiers, cis-polyisoprene, and/or
antimicrobial agent.

9. A composition of claim 8 wherein the initiator is selected
from the group consisting of a free radical initiator or cationic
initiator, and platinum initiator.

28
10. The composition of claim 1, wherein the epoxy-modi-
fied polysiloxane compound is characterized by the following
formula:

0]
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wherin

x is 1-1000, and

y is 1-1000.
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11. The composition of claim 1, wherein the amine-modi-
fied polysiloxane compound is characterized by the following
formula:
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wherin
n is 1-1000, and
m is 1-1000.



